
 
 
 
 
 
 

 
 

TEXAS CRUSHED LIMESTONE TXDOT ITEM 247 FLEXIBLE BASE  
CBR VALUES  

SUMMARY of UNIVERSITY OF TEXAS LABORATORY TESTING  
TOP-SEAL WHITE 

 
 
 

 

TEST DATE:  2016 
 

TEST DESCRIPTION:  CBR 
 

RESULT:  200 percent improvement  
in soil strength. 
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